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4" (10 cm) 

(MIN.) 

EXISTING WINDOW SILL & FRAME 
TO REMAIN (TYP.) 

NEW BACKER ROD & SEALANT AS 
REQUIRED (BY OTHERS) 

PRE-SA TU RA TE EDGE OF ALT FLEECE 
REINFORCEMENT W/ ALT R230 THIXO RESIN 
& TUCK BETWEEN WINDOW FRAME & CURB. 

GRIND HORIZONTAL SURFACE BENEATH 
WINDOW FRAME MINIMUM 1/2" USING 
SANDING DISK OR GRINDER & PRIME 
W/APPROPRIATE ALT PRIMER. 

PREPARE, LEVEL & PATCH SUBSTRATE 
W/ALT R290 PASTE OR RS242 MORTAR 
AFTER PRIMING & PRIOR TO APPLICATION 
OF ALT R230 THIXO MEMBRANE (TYP.) 

(1) PLY ALT R230 THIXO MEMBRANE FLASHING
EXTEND 4" MIN. HORIZONTALLY ONTO
PREPARED & PRIMED SUBSTRATE.

ASSURE FULL RESIN SATURATION OF 
FLEECE & CONTACT W/SUBSTRATE. 

ALT R230 FIELD MEMBRANE 
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