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�---ROUTE CRACK & FILL WITH ALT RS242 OR 

OR RS337 MORT AR AFTER APPLICATION 

OF ALT PRIMER 276 OR 276K (TYP.) 

�---ALT RS337 MORTAR W/BROADCAST AGGREGATE 

& ALT FINISH 288 OR ALT R268 TEXTURED 

COATING APPLIED CONTINOUSL Y OVER 

ALT MEMBRANE WATERPROOFING (TYP.) 

--- 4" WIDE MINIMUM ALT R230 THIXO MEMBRANE 

STRIP APPLIED CENTERED OVER & FOR FULL 

LENGTH OF CRACK IN CONCRETE (TYP.) 

ALT R230 MEMBRANE APPLIED CONTINUOUSLY 

OVER PREPARED & PRIMED SUBSTRATE (TYP.) 

ALT R230 RESIN BEAD TYPICAL @ ALL 

MEMBRANE TERMINATION 

POINTS (TYP.) 
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�-- ALT PRIMER 276 OR 276K APPLIED 

TO PREPARED SUBSTRATE (TYP.) 

�---- NON-MOVING CRACK (TYP.)
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